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SODIUM STEARATE OP-200V

Specifications

Property UoM Method Limits
Qualitative Min. Max.

Free Fatty Acid
Moisture
C12 Lauric
C14 Myristic
C16 Palmitic
C17
C18 Stearic
C20 And C22 Arachidic And Behenic
Iodine Value
Appearance
Odor
Other Fatty Acids

%
%
%
%
%
%
%
%
g I2/100 g
-
-
-

ASTM D-5555
ASTM D-5556
ASTM D-5442
ASTM D-5442
ASTM D-5442
ASTM D-5442
ASTM D-5442
ASTM D-5442
ASTM D-5768
OFF WHITE POWDER
N/A
ASTM D-5442

-
-
-
-
-
-
-
-
-
Pass
Characteristic
-

0.2
0.0

0.00
0.0

20.0
0.0

28.0
30.0
0.0

-
-

0.0

1.3
3.0

0.75
2.0

30.0
0.3

40.0
40.0
3.5

-
-

4.0

0633


